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Test Report DN

Product Services

Report No 262/4457962 This Report consists of 7 pages

Client Polarlight Acrylic Block Windows

Authority & date Quotation Acceptance Form dated 29 May 2003

ltems tested 1 off Acrylic Block Window

Specification Client’s Requirements (see text)

Results See Text

Prepared by (Senior Technician)

Authorized by A D Coley

Issue Date L2 Ji@a Desd

Conditions of issue This Test Report is issued subject to the conditions stated in current issue of P5082 'General
conditions relating to acceptance of testing'. The results contained herein apply only to the particular
sample/s tested and to the specific tests carried out, as detailed in this Test Report. The issuing of
this Test Report does not indicate any measure of Approval, Certification, Supervision, Control or
Surveillance by BSI of any product. No extract, abridgement or abstraction from a Test Report may
be published or used to advertise a product without the written consent of the General Manager,

BSI Product Services, who reserves the absolute right to agree or reject all or any of the details of any
items or publicity for which consent may be sought.

(Laboratory Manager)

BSI Product Services Maylands Avenue Hemel Hempstead Hertfordshire HP2 4SQ Telephone: (01442) 230442



